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Attention: Norman Granville 
 

REPORT OF ANALYSIS 
 
MATERIAL:    10-7 Single Socket Tee – Galvanized Steel Component 
 
SUBJECT:    Lead Analysis 
 
STANDARD:    CPSIA, Section 101 
 
TEST METHOD:   CPSC-CH-E1001-08, ASTM E 1613-04 (ICP-AES) 
 
UNITS:    Parts per Million (ppm) 
 
METHOD DETECTION LIMIT: 80 ppm 
 
RESULTS: 

ANALYTE 10-7 SINGLE SOCKET TEE 

LEAD <80 

 
The lead content of the tested product is in compliance with the requirements of the above-
indicated standard. 
 
Identification of tested specimens provided by the client. 

 
 
 
 
 
 
         Robin E. Sinn 
         Laboratory Director 
RES/jmr 
 
 
 


